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The following sample(s) was/were submitted and identified by clientas: '

Sample Description  : Titanium Grade23.

Sample Mo, . - iZ@SeeS0

Sample Condition ~ :Sample is contained in a plasticbag.

Quantity Submitted =~ :20 pcs - e

Part No. . haie

Batch/Lot No. N .

Manufacturer/Vendor  :

Country of Origin _: Thailand

Country of Destination  : Thailand

Buyer's Name : Common

Sample Receiving Date : 14-Aug-2014 ,:

Testing Period : 14,-Au'g-201_4_td’26-Aug~2014
Test Method & Results  Please refer to next page(s).

for and on behalf of
itedd =@

Rutchuporn Moungsom ‘ -

Laboratory manager - Toy and Hardgood

This documentis issued by the Company sublect 1o iis General Conditions ¢‘>f ?.ier;/lcg printed overleaf, avaliable on request. . ‘ ' .
Attention is drawn to the limitation of Hability, indemnification and jurisdiction issues defined therein. Any holder of this documient i i tion ci ine eflects the Cr dings
at the time of its.intervention only and within the limits of Client's instructions, if any. The Company’s sole responsibility is t d parties f from

exercising alf their rights and obligations under the transaction documents. This document cannot be reproduced except in full, without prior written approval of the Company. Any unauthorized alteration,
forgery or falsification of the content or appearance of this dacumsnt is unlawful and offenders may be prosecuted to the fullestextent of the law." L .
Publish or advertisement of the result or this document is prohibitad, unless prior written approval of the Company.

Unless otherwise stated the results shown in this test report refer only fo the sample(s) tested and such sample(s) ars retaihed for 90 days onfy.”

WARNING: The semple(s) to which the findings recorded herein (the "Findings”) relate was(were) drawn and /ot provided by the Client or by a third at the Cii direction. Th g g
no warranty of (he sample's représenlativeness of any goods and strictly relate to the sample(s). Th pany no liability with d g which the sample(s) is/are said to be
extracted.
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TEST RESULTS '

~ Nickel Release (With Coated Material) (REACH)
Test Method : Simulation of wear and corrosion - EN 12472: 2965 + A1: 2009, followed by extraction - BS EN 1811
12011+ AC: 2012 Anaiysns was parformed by ICP-OES

.For non-body pxarcmg amc!e -

Test ltem Nickel ‘ Nlckei v Nickel Limit Comment
‘ Release ! Reiease'  Release = (uglem2/
. Trial 1 Teal2 | Trai3 | week)
(uglem2/ | (uglcm2/ (uglem2/
week} . week) - week)
1 0.89 5 <0.1 <0.1 <0.1 8.5 PASS

Sample Description :
1. Metal
Note -
1 mxcrogram} cm2/ week = mfcmgram per square centimeter per week
2, "<" = Less than

3 LOQ leit of Quan’tstation 01 ugfcmzlweek
ilation (EC) No 552/2009 amending Annex XVI| of REACH Regulation (EC) No
__under Drremwe 94/27/EC and 2004/96/EC)

'1907/2006 {prewously restnct

Comments are given 'according to Ahhﬁ;ex A of BSEN 1811 : 2011 + AC : 2012 as below.

Type of sample . Nickel Release ~ Nickel Release Nickel Release
(ug/cm2/week) (uglcmszeek) (ug/cm2/week)
_ PASsy (NO CLEAR DECISION*) - (FAIL)
Article with Nickel release limit of 0.5 | </=0.28 >0.28 AND <0.88 >/=0.88
ug/cm2/week
Article with Nickel release limit of 0.2 </=0.11 >0.11 AND <0.35 >/=0.35
uglem2/week

= No clear decision = Inconclusive

This documenit is issued by the Company subject {o ifs General Conditions of Service printed averleaf. avallable on raquest

Aftention is drawn o the limHation of | Hablliiy, indemnification and jurisdiction Issues defined therein. Any holder of this document is advised that information tonfained hereon reflects the Company's findings
at the time of its intervention only and within the limits of Client’s instructions, if any. The Company's sole responsibility is lo its Client and this document does not exonerate parties to a fransaction from
exercising all their rights and 01”’93'10173 under the transaction documents. This document cannot ba reprodiiced excaptin full, without prior written appmvel of the Company. Any uniauthorized alteration,
forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.”

Publish or advertisement of the result or this doc ntisp less prior writtens approval of the Company.

Unless otherwise stated the rasulfs shown in this test report refer only to the sample{s) fested and such sample(s) ate retained for 80 days only.”

WARNING: The sample(s) (o which the findings recorded herein (the "Findings") relate was(wsra} drawn and/ or provided by the Clientor by a thlrd party acting at the Client's direction. The Findings constitute
no warranty of the sample’s s representativeness of any goods and strictly relate to the sample(s). The Company ts no liability wi g source the s ) is/are said to be
extracted.
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Unless athem(sa stated the resuits shown in this test report refer only to the _sample(s) fested and such sample(s) are re(alned for 50 u‘ays only.”
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